(303) 9891404 »

-

Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report

REPORT: 098-1122 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORFP. SUBMITTED BY: R. MACLEON
PROJECT: BLASTHOLE DATE PRINTED: 12-0CT-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 FireAu Gold 17 0,002 OPT Fire Assay
2 CN Au Au/Hot Extraction 15 0.002 OPT Cuanide Leach Atomic Absorption
SAMPLE TYPES NUMBER SIZE FRACTIONS NUNBER SANPLE PREPARATIONS NUMRER
P PREPARED PULP 17 4 AS REC'D 17 As Received 17

REMARKS: RESULTS NOW REPORTER FOR 1ST 3 SAMPLES,

REPORT COPIES TO! MR. ROD MACLEQD INVOICE TO! MR, ROD MACLEQD




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 c Lab Report

(303) 989144 o

i BONDAR-CLEGG
REPORT: 098-1122 [ PROJECT: BLASTHOLE PAGE 1
SAMPLE ELEMENT Firefu CN Au
NUMBER UNITS  OFT oPT
P3 5-10-2-594 0.045 0,015
P4 §-10-2-595 0,066  0.071
P4 S-10-2-596 0,025 0,027
P4 §-10-2-615 0.018  0.018
P S-10-2-616 0,076 0,050
P4 S-10-2-634 0,011
P4 5-10-2-415 0,020  0.065
P4 §-10-2-636 0,027  0.021
P4 5-10-2-653 0,016  0.015
P4 5-10-2-654 0,009 g
P4 5-10-2-655 0,021 0,022
P4 §-10-2-656 0.0%8 0,058
P4 §-10-2-875 0,017  0.01%

P4 5'10'2-676 00036 00033
P4 5-10-2-495 0,019 0,018

P4 5-10-2-696 0,034 0,031




LAB. REPORT NO. "=
E BONDARCLEDG INC. - ande T

R ]
L
129880 V. CEDAR DR, LAKEWOOD, CO. PHONE: S89-1104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE
£/ 2 2 ¢ //fr_/‘,‘
Date Shipped Ll L Vial -~ [ Prepaid or ([ Collect
4
# Parcels in Shipment ~TOTAL NUMBER OF SAMPLES /e
GEOLOGIST'S NAME £/ /7 /7~ PHONE NUMBER-_~_~ "~ Z #”/PROJECT NAME OR NUMBER _ £/ L Lt
Samples|  # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec Activation DcP test
N z
2°#& |Cu [Pb |Zn Mo Ag |Cd |Ni [Co Mu |Fe |Bi [V |U [W |[F As Mg [Sn |Sb |Ba [E spec Acleiggl?gn ocp l‘,(;sll
» Neutr
f Cu [P |Zn Mo [Ag |Cd |Ni [Co Mn [Fe [Bi |V |U W |F Af As [Hg [Sn |Sb [Ba |E spec Ac;;alm,n oce ir:{
‘ £ 97 & |Cu [Pb [Zn Mo |Ag [Cd [Ni JCo Mn [Fe [Bi |V |U |W |F % lAs [Hg [Sn [Sb [Ba |E spec A:f:g‘a!l?gn oce loelsel
Cu |Pb [Zn Mo |Ag [Cd NI |Co Mn |[Fe |Bi |V |U W |F 56 As Hg [Sn [Sh |Ba |E spec A':;;tgr?r?:: oce !o;stl
8 Neutron ore
( v [ 7t € 7€ |Cu [Pb |Zn qu Ag |Cd |NI |Co iVln Fe |Bi |V |U |W |F %As Hg [Sn [Sb |Ba |E spec | Activation DCP test
d Neutron ore
/ & "/ g d< 27 |Cu [Ph [2a }do Ag [Cd |Ni Cohl Fe |Bi |V |U W [F [ Jas Mg [sn [so |aa E spec | Activation ocP | test
Lf Neutron ore
Cu |Pb |Zn Me JAg |Cd |NI [Co kﬁn Fe |Bi |V |U |W |F |Au |As JHg [Sn |SD IBJ E spec | Activation oceP test
I ‘Neutron ore
Cu |Pb |Zn Mo &g |Cd [N [Co Mn |Fe |Bi |V |U [W |F |Au |As Hg [Sn |Sh [Ba |E spec | Activation pep test
Neutron ore
Cu [Pb [Zn Mo [Ag JCd |Ni [Co Mn [Fe [Bi |V |U |W [F |Au [As [Hg [Sn [Sb |Ba [E spec Activation DCP test
‘Neuiron ore
Cu [Pb [Zn Mo JAg |Cd |Ni |Co Mn |Fe |Bi |V |U |W |F |Au [As [Hg [Sn [Sb [Ba |E spec | Activation oce test
Neutron ore
Cu |Pb |Zn Mo JAg |Cd |Ni [Co Mn [Fe [Bi |V |U |W |F JAu [As [Hg [Sn [Sh [Ba [E spec | Activation pDeP test
\eul —
Cu |Ph |Zn Mo |Ag |Cd |Ni [Co Mn |Fe [Bi |V [U |W |F |&u |As JHg |Sn [Sb [Ba |E spec Arch:a’l?gn pce g;t
LU e
Cu |Ph |Zn Mo [Ag |Cd [Ni [Co Mn [Fe |Bi |V |U [W |F JAu [As |Hg [Sn [Sh [Ba |E spec | Aclivation nep test
Neutron ore
Cu |Pb |Zn Pﬂo Ag |Cd |Ni |Co Mn |Fe |Bi |V |U [W |F |au |As Mg [Sn [Sh |Ba |E spec | Activation pce test
Reutron ore
Cu |Pb |Zn }do [Ag [Cd |Ni |Co Mn [Fe |Bi |V |U |W |F |Ru |As JHg [Sn |Sb Iaa E spec | Activation oce test
-l assay (%, ore grade) 0O (prepared
Please analyze by methods, the enclosed samples
O geochemical (ppm, trace level) O unprepared
0 DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS B8 - 7L AL/ Til k15 b addfil> EEbud Ll Es o/ DA ) PN D7 7l LF AL
’ 4 IV (7% p /}, Yy /74 7 LA / ¢ 2 /1A '/,/' ’4‘. ",;, o w.
: AL 7 1"'//41'/ LI
PLEASE INDICATE SAMPLE DISPOSITION
COARSE R T PULPS
@ DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
[0 RETURN COD AFTER ANALYSIS COMPLETE 5 RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 60 DAYS-DISCARD [0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

p ")/ T

O Results / (ALY O Results
0 Invoices [0 LKL LA L ALL O Invoices
0¥ Pulps £ L0 LLX 4L ] O Pulps

O Rejects L 0 O Rejects
O Resuits O Results
0O Invoice O Invoice
O Pulps O Pulps

0 Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy




BC ~
BONDAR-CLEGG

Invoice 12941, Page 1
BROHN MINING CORF.

MR, ROD MACLEQD Date + 12-0CT-88
P.0, BOX 485 5-10- -
DEADNOODR, SD Rerort MNo! 098-1121
$7732 ProJdect | BLASTHOLE

Reference: NOHE LISTED

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

30 Anzlvses of Gold at ¢ 8,00 ¢ 240,00
Subtotal $ 240,00 ¢ 240,00
30 Analuses of Au/Hot Extraction at ¢ 4,00 ¢ 120,00
Subtotal $ 120,00 $ 120,00
Szurle Preraration
30 Sameles of As Received at $ 0.00 ¢ 0,00
Subtotal $ 0.00 ¢ 0.00
I‘i'v'l‘ice fotil: ’ 360000 UbSo

ok to
0[3) l(:’;a

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



BC

»~

BROKN MINIHG CORP.
MR, ROD MACLEQD

P.0, BOX 485

DEADNOOD, SD
37732

Invoice

Date

: 12941

¢ 12-0CT-88

Rerort Mol 098-1121

ProJect

+ BLASTHOLE

Page 1

5-\0-

Reference! MOME LISTED

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

10 Aneluses of Guld
Subtotal

30 An2luses of Au/Hot Extraction
Subtoteal

Saarle Prereration

30 Samrles of As Received
Subtolsl

2t § 8,00 ¢
$

L]

at $0.008
s

Inveice Total!

ok to
ol O
@8mw2

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

240.00
240,00 8

120,00
120,00 3

0.00
0.00 ¢

-

0.00

350.00 U.S.

B T ——




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

ERCHM MINING CORP,
MR, ROD MACLECD
P.0. BOX 485
DEADNOODs SD
57732




Bondar-Clegg, Inc. (Geochemical
12980 West Cedar Dr.

Lakewood, Colorado 80228 l ab qu)ﬂ
(303) 989-1404

REPORT: 098-1121 ( COMPLETE )

REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP.
PROJECT: BLASTHOLE

SURKITTED BY: R. MACLEOD
DATE PRINTED: 10-0CT-88

NUMBER OF LOVER

ORDER ELENENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD

1 FireAu Gold 30 0.002 OPT Fire Assay

2 (N Au Au/Hot Extraction 30 0.002 OPT Cuanide Leach Atosic Absaretion
SANPLE TYPES NUMBER SIZE FRACTIDNS NUMRER SAMPLE PREFARATIONS MNUMBER
P PREPARED PULP 30 4 AS REC'D 30 As Received 30

REPORT COPIES TO: MR. ROD NACLEOD INVOICE 703 MR. ROD MACLEOD




Bondar-Clegs, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
S— BONDAR-CLEGG

REPORT: 098-1121 [ PROJECT: BLASTHOLE PAGE 1

SAMPLE ELENENT FireAs  CN Au

NUMBER UNITS  OPT  OFT

P4 5-10-2-236 0,100 0,052

P4 5-10-2-237 0.042 0,047

P4 S-10-2-256 0,050 0,039

P4 5-10-2-257 0,022 0,020

P4 $-10-2-27% 0,054 0,055

P4 5-10-2-277 0,023 0,021

P4 §-10-2-296 0,028 0,018

P4 §-10-2-297 0,018 0,015

P4 5-10-2-314 0,020 0,023

P4 S-10-2-317 0,022 0,017

P4 5-10-2-350 0,035 0,037

P4 §-10-2-351 0.017  0.018

P4 5-10-2-354 0.016 0,011

P4 5-10-2-355 0,026 0,028

P4 5-10-2-370 0,038 0,040

P4 5-10-2-371 0,033 0,034

P4 §-10-2-374 0,058 0,041

P4 $-10-2-375 0,062 0.045

P4 S-10-2-190 0,021 0,028

P4 S-10-2-391 0,148 0,086

P4 5-10-2-394 0,046 0,042

P4 S-10-2-395 0.088 0,042

P4 5-10-2-410 0,085 0,046

P4 5-10-2-411 0,146 1,390

P4 S-10-2-414 0,03 0,040

P4 5-10-2-415 0,03 0,019

P4 S-10-2-430 0,09 0,093

P4 S-10-2-431 0,033 0,043

P4 §-10-2-434 0,078 0,074

P4 §-10-2-435 0,020 0,024




LAB.REPORTNO. /

) ‘ il /,
i BONDAR-CLEGE . V(7.7
- i . )
12980 W. CEDAR DR, LAKEWDOD, CO. 80228 PHONE: S89-104 TELEX 45-693
SAMPLE SHIPMENT NOTICE
Date Shipped (el /8 via_~ " " Prepaid or O Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES _ -/
GEOLOGIST'S NAME £/ /' /7" PHONE NUMBERZ L £ /2 - Z//7PROJECT NAME OR NUMBER < f o
Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation DCP test
7 P . Neutron
p A Hor 7i L / |Cu [Ph |Zn Mo |Ag [Cd |Ni |Co |¥n |Fe |Bi |V |U |W |F 5(' As [Hg |Sn |Sb |Ba |E spec Acs;‘;:ﬁmn oce toersel
- _ : Neutron ore
L A f"?’ Cu [Pb |Zn Mo JAg |Cd [Ni [Co Mn [Fe [Bi |V |U |W |F A\)(As Hy [Sa |Sb [Ba |E spec | Activation nce _lest
/ = | AT T Jou [Po Jzn Mo fag oo |Ni fco an fre [Bi [V | [w |F :?{ As [Hg [Sa St [Ba |E spec ;\ifﬁf,'g,?,’,'n nce Fé:;
- ) : / Neutron ore
o 7€ 2277ty |Pb |Zn Mo [Ag [Cd [Ni |Co |Mn [Fe |Bi |V (U W [F Ay As |Ha [Sn [Sh |Ba |E spec | Activation pee test
i / b ’ . Neutron are
[ ¢ - - 4 /7 1Cu [Pb |Zn Mo |Ag [Cd [%i [Co Mn |Fe |Bi |V |U W |F AX As [Hg [Sn |SB lBa E spec | Activalion DCP test
-7 Neutron ore
¢ P ¢ ) 1cu [Pt |Zn Mo |Ag [Cd |Ni [Co Mn [Fe |Bi |V [U |W |F A}As Hg {Sa [Sb IBa E spec | Activation nee test
- : Neutron ore
/ " 4 L~ A 74 |Cu [Ph [Zn Mo |Ag [Cd |Ni |Co Mn |Fe |Bi [V |U |W |F Ax As |Hg [Sn [Sb [Ba |E spec | Activation pee test
- - p 4 Neulron org
/ e /1 |Cu [Pk [Zn Mo |Ag |Cd |Ni |Co Mn |Fe [Bi (¥ |U |W |F y As JHg |Sn |Sb |Ba |E spec Afzueahan oce ze;t
=2 { Neutron are
2 Cu |Pb |Zn po |Ag [Cd |Ni Co Mn |Fe [Bi |V |U |W [F Ax As [Hg |Sn [Sb [Ba |E spec | Activation pee test
: Neulron ore
f/_ “/ |Cu [Ph |[Zn PMo |Ag [Cd |Ni [Co Mn [Fe (Bi |V |U W |F As [Hg [Sn |Sb [Ba |E spec | Activation DCP test
¥ Neutron org
& & #ICu |Ph [Zn Mo |Ag [Cd |Ki [Co Mn [Fe [Bi |V |U |W [F ,X As [Hg [Sn [Sh |Ba |E spec | Activation oee lest
= . feuiron ore
| o ’// |Cu |Pb [Zn Mo |Ag [Cd |Ni |Co Mn |Fe |Bi |V [U [W |F N As [Ho |Sn |Sk [Ba |E spec Ac;varhan bBCP lersl
- - . R Neotwon 114
y 2 4 é ¥/4 /¢ [Cu |Pb |Zn Plo |Ag [Cd [Ni [Co Mn [Fe [BI [V |U W |F WAS Hg [Sn [Sh |Ba |E spec | Activation Dep test
¥ 2 Reulron ore
L & r / Cu |Pb |Zn Mo |Ag [Cd [Ni [Co Mn [Fe [Bi [V |U |W |F |3 [As [Hg [Sn [Sb [Ba |E spec | Activation DecP test
/ 4 Neutron ore
& :, 74 |Cu [Pb [Zn Mo |Ag [Cd |Ni [Co Mn [Fe |BI |V |U |W |F AXAS Ho |Sn |Sh |Ba |E spec | Activation oce test
£ assay (%, ore grade) O {prepared
Please analyze by methods, the enclosed samples
O geochemical (ppm, trace level) O unprepared
O DO NOT ASSAY GEOCHEMICAL OVERLIMITS o
COMMENTS 22 2'° L LU LI LT PLIVI 87 IPY @y
z ; Ll . . g . Z . Z 4 F L
74y / {/ 7 S Vs
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
- DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE - RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
4"/ A / s (S L)
O Results _/NGLS A/LL7 (LT, 4 O Results
O Invoices o LA E] LAl Cex /g O Invoices
O Pulps s EOX 5% vt O Pulps
O Rejects Ll Lyl . LTS e O Rejects
O Results O Results
O Invoice O Invoice
O Pulps O Pulps
O Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy




BC

RROHN NINING CORP.
HR. ROD WACLEOD
P.C. BOX 485
DEADWOODs SD
3/732

Invoice | 12942y Fage |
Date + 12-0CT-88
Rerort Mo: 098-11185-/0~ &

Prodect ¢ BLASTHOLE
Reference; NONE LISTED

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

29 Anzluses of Gold
Suitotal

at ¢ 8,00 ¢ 232.00
$ 232,00 ¢ 232.00

2¢ Analuses of Au/Hot Extraction at € 4,00 ¢ 104,00

Subtotal

Saarle Preraration
29 Sasrles of As Received
Subtotal

$ 104,00 & 104,00

at $0,00¢ C.00
$ 0,00 ¢ 0,00

Inveice Total! $ 334,00 U,S.

e fopoy o
10] 21 1 &
@S Muesd

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



BRORM HINING CORP.
¥R, ROD MACLEOD
P.0. BOX 483
DEADROOR, SD

57732

—.
s
Invoice | 12942, Pade !
Date  12-0C7-88

Report to: 098-11185- /0~ &

ProJdect ! BLASTROLE
Refarence: NOME LISTED

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

29 Anzluses of Gold 2t ¢ 8,008 232,00
Sunhtotal $ 232,00 $ 232.00
26 Analuses of Au/Hal Extraction st € 4,00 8 104,00
Subtatal $ 10900 ¢ 102,00
Saarle Preraration
29 Sasrles of As Received st $0.,008 0.00
Subtolsl $ 0,00 ¢ 0.00

Inveice Total!

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 98944050

BROHM WINING CORP.
MR. ROD MACLEOD
P.0. BOX 485

DEADNOOD, SD
57732




"

Bondar-Clegg, lnc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report

(303) 9894404

BONDAR-CLEGG
REPORT: 098-1118 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BRONN NINING CORP. SUBMITTED BY! R. MACLEOD
PROJECT! BLASTHOLE DATE PRINTED: 10-0CT-€8
NUMBER OF LOMER
ORDER ELEMENT AMALYSES  DETECTION LINIT EXTRACTION HETHOD
1 FireAu Gold 29 0,002 OPT Fire Assay
2 CN Au AuMot Extraction 2 0,002 0PT Cyanide Leach Atoaic Absoretion
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
P PREPARED PULP 29 4 AS REC'D 2 As Received 2
REPORT COPIES TO: MR. ROD MACLEOD INYOICE TO: MR, ROD MACLEOD




12980 West Cedar Dr.

Lakewood, Colorado 80228 Lab

(303) 9894404, BONDAR-CLEGG Report
REPORT: 098-1118 [ PROJECT: BLASTHOLE PAGE 1
SANPLE ELENENT FireAus  CN Au
NUNBER UNITS  OPT oPT
P4 §-10-2-450 0,018 0,020
P4 S-10-2-451 0,025  0.029
P4 S-10-2-454 0,024 0,017
P4 §-10-2-455 0,077 0,072
P4 S-10-2-470 0,012 0,022
P4 S-10-2-471 0,009
P4 S-10-2-474 0,020 0,018
P4 5-10-2-475 0,237 0,235
P4 S-10-2-490 0,054 0,047
P4 S-10-2-491 0,015 0,013
P4 S-10-2-494 0,076 0,052
P4 5-10-2-495 0,043 0,042
P4 §-10-2-510 0,022 0,025
P4 5-10-2-511 0,038 0,027
P4 §-10-2-514 0,072 0,047
P4 5-10-2-515 0,315 0,093
P4 §-10-2-530 0,038 0,034
P4 5-10-2-531 0,017 0,012
P4 5-10-2-534 0,058  0.05¢
P4 §-10-2-515 0,094 0,082
P4 §5-10-2-550 0.013
P4 S-10-2-551 0.011
P4 5-10-2-554 0,034 0,035
P4 5-10-2-555 0,036 0,044
P4 §-10-2-570 0,036 0,033
P4 5-10-2-571 - 0,018 0,016
P4 $-10-2-574 0,024 0,028
P4 §-10-2-575 0,062 0,055
P4 S-10-2-591 0,025 0,022




o0 /
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LAB. REPORT NO. &,

E BONDAR-CLEGG INC. ##

129880 W. CEDAR DR, LAKEWDOOD, CO. PHONE: S89-1404 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

- M LAE)
Date Shipped ,;/ el ’/ iz Via 28 [1 Prepaid or J Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES __ -

GEOLOGIST'S NAME L £00 // /0 /7> PHONE NUMBERZL_/Z 7% ZJ"PROJECT NAME OR NUMBER £z ag 2/

Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation Dce test
> Neut

; z d 3 </ [Cu |Ph [2n Mo |Ag |Cd [Ni |Co Mo [Fe |Bi |V |U (W |[F ﬁ)\’ As [Hg [Sn |Sb [Ba |E spec ACE:.“,::?~?:: oce ruer:!
- = Neutron ore
.l e ' “4 |Cu |Pb [2n Mo |Ag [Cd [Ni |Co Mn [Fe |Bi |V |U |W |F JAN|As Hg [Sn [Sh [Ba |E spec | Activation DCP test

- : |
x| Z ' 771 [cu P [za poo Jag [co [ o b Jre [8i [ [u [ [¢ IChs b 5o fso foa fe spec | aveoton [ oce | 0%
{ , /% |Cu|Pb |Zn Mo |Ag [Cd |Ni [Co n |Fe |Bi |V |U |W |F %!Ai- Hg [Sn [Sb [Ba |E spec ,\':,",‘v"a'f'f oce [oer;
. ‘ y ] “ Neutran )
2 7. ¢ 7 f |ou |Po |zn Mo [Ag [Cd [N |Co Mn [Fe |BI |V (U W |F As [Hg [Sn [Sb [Ba |E spec | Activation DCP test
" s > Neutron ore
/ C. g ¢ 2 |cu |Pb |Zn Mo |Ag [Cd Ni [Co Mn |Fe |Bi |V U |W |F Iﬁx As [Ho [Sn [Sb |Ba |E spec | Activation pee test
’ ‘ f Neutron ore
/ i L . Cu [Pb |Zn Mo |Ag [Cd NI [Co Mn [Fe |Bi [V |U |W |F l% As [Hg [Sn [Sb |Ba [E spec | Activation bee test
\ 7 Neutron ore
D) o i < ICu [Pt |Zn Mo |Ag [Cd [Ni JCo Mn [Fe |Bi |V |U |W |F x As [Hg [Sn |Sb |Ba |E spec | Activation pce test
- Neutron ore
¥ i Co [Po f2n Bo |as Jcd |Ni [Co n [Fe [Bi |V |u |w |F |AKAs [Hg [sn [sb [Ba [E spec | Activation | DCP | test

/ \ Neulron ore

7 & A T # [Cu [Pb |Zn Mo |Ag [Cd |Ni |Co Mn |Fe |Bi |V |U |W |F p‘ As [Hg [Sn [Sb |Ba |E spec Achlv,a!xa' DCP test

= \/ Neutron ore
& Cu [Ph |Zn Mo [Ag |Cd [Ni |Co Mn |Fe [BI |V |U |W |F ’( As [Hg [Sn [Sb [Ba |E spec | Activation oce test
i 2 Neulron ore

'," £ A / |Cu |Pb |Zn Mo [Ag |Cd [Ni [Co Mn |Fe |Bi |V |U |W [F l?{ As [Hg [Sn [Sb |Ba [E spec A(,u:arhon oce test
N Neowon 1144

1A T /0 ¢/ |Cu |Pb [Zn Mo |Ag [Cd [Ni |Co rﬂn Fe [BI |V |U |W |F As [Hg [Sn [Sh |Ba |E spec | Activation nce test
2 : L1 Neutron ore

T & s Cu |Pb [Zn Mo {Ag [Cd [Ni |Co Mn [Fe |Bi |V |U [W |F Alx As [Hg |Sn |Sb [Ba |E spec | Activation pee test

Neulron ore
el / Cu |Pb |zn po [Ag Joa |Ni [co n JFe (8 |v |u |w [F {8 [as pia [sa [sb [Ba [E spec | Activation | pcp | test
£ assay (%, ore grade) O prepared w—p———_y
Please analyze by ; methods, the enclosed samples
O geochemical (ppm, trace level) O unprepared
O DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS £ 72 Ali//4 GR7 I IV CEFI/TIPR TP, "'/1_’; g A Lt L 7 Y.
L £/ /. R, o7 P, Vo7 /Y PP 7 L A
4 s il sl 'l ’.
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
& DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
00 RETURN COD AFTER ANALYSIS COMPLETE &1 RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
O Results _%_// LL LU O Results
3 Invoices v 14 LL /1’1'(" UL O Invoices
0 Pulps LB Ll 54 0 Pulps
O Rejects L yord Loy 2L L7 O Rejects
O Results O Results
O Invoice O Invoice
O Pulps O Pulps
O Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy




